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Wet Slip Resistance

Finish Value Classification

Sandblasted 65 P5

Analysis Results

Mean Dried Modulus of Rupture (MPa) 2.6

Breaking Load (Kn) 1.8

Crystalline Silica Minerals 28.9
outdoor finish


SANDBLASTED

outdoor finish

SANDBLASTED

[Disclaimer – Due to the inherent variability of natural stone, the results are indicative.]

61-65 Roberts Road


Greenacre NSW 2190 P: + 61 2 9642 5666

samthepavingman.com.au  Find us on our socials: 


Instagram   LinkedIn  

https://www.google.com/maps/search/61-65+Roberts+Road+%0D%0A+Greenacre+NSW+2190?entry=gmail&source=g
https://www.google.com/maps/search/61-65+Roberts+Road+%0D%0A+Greenacre+NSW+2190?entry=gmail&source=g
http://www.samthepavingman.com.au/
https://www.instagram.com/sam.thepavingman/?hl=en
https://au.linkedin.com/company/sam-the-paving-man

